
RESTORATION WORK CARRIED OUT ON THE MILLENNIUM GREEN FINGERPOST IN KELSTON FORGE 

 

Parts waiting for restoration 

 



 

Gas cutting out rusted in inner post 

 



 

Rusted inner post exposed 

 

Cutting away the exposed inner post 



 

Preparing broken finger ready for welding 

 

 

 



 

Pieces are now ready for arc welding together 

 

Initial arc welding stage 

 

Arc welding to hold pieces together before the slower process of gas welding takes place 


